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LABORATORY FOR ACOUSTICS

PEUZ

DETERMINING THE REDUCTION OF TRANSMITTED IMPACT NOISE BY FLOOR COVERINGS ff\\
ACCORDING TO 1SO 10140-3:2010 RN
TESTEN
principal: Unifloor Underlay Systems B.V. RvA | 3
construction tested:
Variant Underlayer (described from the laboratory floor with PE-foil) Topfloor
3 1. HeatBlok, 2. Jumpax Basic Linoleum 2mm
= 1/30ct.
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volume measuring room: 94 m* g2 40
E
surface area floor: 10 m? E
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measured at: 2 30
Peutz Laboratory for Acoustics £
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frequency [Hz]
44 32 53 157 287 514 64,9
1/3oct. 17 29 7.5 197 354 56,6 653 dB
19 35 109 229 45,7 61,5 63,1
1/1oct. 2,5 3,2 %3 18,5 32,6 54,7 64,3 dB
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figure 6



